
MICRO CRYSTAL PEBBLES



11.5”x11.5” Pebble Mosaic in Cloud 11.5”x11.5” Pebble Mosaic in Latte



11.5”x11.5” Pebble Mosaic in Gray11.5”x11.5” Pebble Mosaic in Taupe



Colors shown may vary from actual product. Final selection should be made from actual product samples.

AVAILABLE IN:
Mosaic

11.5”x11.5” Pebble Mosaic Matte Finish
11.5”x11.5” Pebble Mosaic Polished Finish

Super White Taupe

- All sizes are nominal

Matte Polished Matte Polished

Gray

Matte Polished

Nero

Matte Polished

Latte

Matte

Cloud

Matte

Contact your sales representative for more information. All material must be inspected prior to installation. Absolutely no claims will be accepted after installation. 

Product Info:
•   Glass Tile Pebbles Mosaic
•   Matte | Polished Finishes
•   Frost Resistance = Yes
•   Check Decor 24 for Stock

MICRO CRYSTAL PEBBLES
Glass Tile Pebbles Mosaic

Features Test Method Value

Surface Flatness
GB/T3810.2-2016

0.38mm-0.60mm

Percentage of Tile without Defects 100%

Water Absorption GB/T3810.3-2016 0.01~ 0.02

Breaking Strength
GB/T3810.4-2016

≈ 1280

Modulus Resistance ≈ 42.22

Resistance to Deep Abrasion GB/T3810.6-2016 ≈ 107.8

Frost Resistance GB/T3810.12-2016 Resistant

Resistance to Stains GB/T3810.14-2016 Class 5

Household Chemicals - UA

Low Concentration Acids/Alkalis - ULA

High Concentration Acids/Alkalis - UHA

Slip Resistance ISO 10545-12 R10

According to ANSI and MIA standards, depending on the type and size of tile, it is recommended to have at least a 1/8” wide grout joint for floor tiles in order to be 

able to fill the grout joint full and never less than 1/16” wide. Please refer to TCNA guidelines for more on grout recommendations.
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